
75

65 / L* value

80

70

90

85

After 2 hours After 5 hours After 10 hoursTime

Abrasion resistance

87,5 84,9
88,4

64,4

77,9
82,8

76,9
79,7

60,4

	RHODUNA® DB (Rhodium)
	RHODUNA® PT (Rhodium-Platin alloy)
	RHODUNA® Alloy (Rhodium-Ruthenium alloy)


