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Hardness testing for workpieces
(Vickers hardness)

RHODUNA® PT ONE

RHODUNA® PT

RHODUNA® PT ONE

RHODUNA® PT

pm Layer Removal
1000 double strokes according to Bosch-Weinmann
(sandpaper sterilization with 1000 grain size)



